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Material Composition Data

Sub-Assembly Material Substance CAS No Mass (mg)
Sub-Assembly

UM-5 -  Miniature Crystal

% by mass
Base Board support Fe 0.8107439-89-6 0.56

Board support Cr 0.1977440-47-3 0.14
Board support Ni 0.0887440-02-0 0.06
Centre support Fe 0.3497439-89-6 0.24
Centre support Cr 0.0857440-47-3 0.06
Centre support Ni 0.3097440-02-0 0.21
Glass SiO2 (Fibre Glass) 2.4197631-86-9 1.68
Glass Al2O3 0.2421344-28-1 0.17
Glass BaO 0.1041304-2805 0.07
Glass B2O3 0.6911303-86-2 0.48
Ground Lead Fe 8.7527439-89-6 6.07
Ground Lead Ni 4.7007440-02-0 3.26
Ground Lead Co 2.7757440-48-4 1.93
Header Fe 46.2057439-89-6 32.06
Header Ni 24.8147440-02-0 17.22
Header Co 14.5467440-48-4 10.09
Lead Fe 18.2487439-89-6 12.66
Lead Ni 9.8007440-02-0 6.80
Lead Co 5.7457440-48-4 3.99
Plated Au Au 0.8757440-57-5 0.61
Plated Ni Ni 2.1717440-02-0 1.51
Plated Ni P 0.2157723-14-0 0.15

Cap Cap Ni 35.4007440-02-0 19.84
Cap Cu 141.6007440-50-8 79.36
Plated Ni Ni 1.2807440-02-0 0.72
Plated Ni P 0.1407723-14-0 0.08

Crystal Crystal SiO2 2.23014808-60-7 83.21
Crystal Adhesive Ag 0.3667440-22-4 13.66
Crystal Adhesive Epoxy 0.061129915-35-1 2.28
Crystal Electrode Ag 0.0237440-22-4 0.86
Crystal Electrode Ni 0.0007440-02-0 0.00

Total Mass: 325.240 mg
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